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 INSPECTOR :                 MANAGER :  

ITEM 
STANDARD  

MIN. ~ MAX.  

ACTUAL FIGURE  

MIN. ~ MAX.  

INSPECTION RECORD 

OK 

OK 

OK 

OK 

OK 

OK 

OK 

OK 

OK 

RESULT : PASSED 

UNIT:  

RESULT SAMPLE 

24401081001A 

PO NO. 

S/C NO. 

C1022, DRYWALL SCREW BUGLE HEAD #2 PHIL, TWINFAST THREAD, CASE HARDEN,  

BLACK PHOS  

LOT NO. 

M3.5X25 

DESCRIPTION 

BLACK PHOS 

SIZE 

C1022 MATERIAL QUANTITY          317 

PCS 

FINISH INSP. STANDARD PER DRAWING 

BRU-002 

24401081-1 

mm 

Appearance 

Head Diameter 

#2 Phil Recess Penetration Depth 

Pitch 

Major Diameter 

Length 

Surface Hardness (HV) 

Breaking Torque (kg-cm) 

Drive Test Time (Sec.) 

10 

10 

10 

10 

10 

10 

5 

10 

5 

 

7.90 ~ 8.10 

2.65 ~ 3.10 

REF 1.50 

3.45 ~ 3.60 

24.20 ~ 25.00 

650 ~ 700 

MIN 28 

MAX 1.00 

OK 

7.93 ~ 8.07 

2.80 ~ 2.87 

1.49 ~ 1.50 

3.47 ~ 3.53 

24.41 ~ 24.72 

659 ~ 661 

36 ~ 38 

0.50 ~ 0.80 

PART# 0205BBV3525C 

  
  

MPCS 
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